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Certificate Of Analysis

Product Type:D-692, D-921(Benzyl glycidyl ether )

CAS Number: 89616-40-0

Test Items Condition Result
MFGDATE | -—--—-- 20180901
Appearance Colorless transparent Colorlesstransparent liquid
Color, APHA <50 5
Viscosity mPas | 4~10 5
(25°C)

Epoxy value, eq/100g | 0.44-0.49 0.461
Hydrolyzable <0.02 0.0031
chloride, eg/100g

Inorganic chlorine, | <0.005 0.0025
eq/100g

Moisture content, % | <0.1 0.0063

Appearance: Colorless transparent

Check:WeiKuai
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